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Abstract: In this paper, a phenomenological model to predict the value of the electrical resistance of a
compressed metal powder mass is proposed. The model, based on the experimental compressibility
and resistivity-porosity curves, is useful in the field of the electrical resistance consolidation. In this
area is often required to find out whether a certain mass of powder inside a die of specified inner
section, and subjected to a certain compression, reaches a sufficiently small resistance value so that it
can be consolidated by electrical means. The model also predicts the electrical resistance value of
the powder mass in case of powders with no oxide layers, or after removing them mechanically or
electrically by a previous activation process. The model predictions have been successfully validated
through direct measurements of electrical resistance in powder aggregates both in as-received state
and after electrical activation.
Keywords: electrical resistance; modeling; electrical sintering

1. Introduction
Nowadays, the electrical consolidation techniques are a competence to have in mind for the
conventional route in powder metallurgy (PM) industrial processes. Grasso et al. [1] reviewed the
different modalities of electrical sintering, generally known as field-assisted sintering techniques
(FAST), all of them indeed very quick processes, although with some different underlying physical
phenomena taking place. The main differences among these different modalities consist in the type of
electric power source and the nature of the die (in particular whether it is electrically conductive or
insulating). Associated with each technique arise problems that previously could have no interest.
In particular, for those techniques using electrically insulating dies, one of the aforementioned
problems is to determine if a certain mass of powder, inside a die and subjected to a known uniaxial
pressure, may or not be electrically consolidated. Often, the critical parameter is the value of the
electrical resistance of the powder mass, which should not exceed a certain maximum value. Among
these electrical consolidation techniques, in the so called Electrical Resistance Sintering (ERS), the power
source is a transformer designed to supply a high intensity current, although with voltages usually
under 10 V. In a similar way, for the technique known as Electrical Discharge Consolidation (EDC),
the power source is usually a capacitors bank, charged with voltages of up to 200 V. The reason for
this maximum resistance value is the limited voltage that the power source can provide, V M , and the
need of a minimum value of the current intensity, Im , which should pass through the powder mass
to have an efficient consolidation process (in general, if this value is not surpassed the electronics of
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control stops the process). Nevertheless, the value of Im imposed by the technical limitations of the
equipment can increase because of the need of a higher value to ensure an adequate consolidation.
This depends on the die geometry, the nature of the powder to consolidate and the applied pressure.
The final value of Im has to be known by trial and error or through the use of a process simulator.
Once known V M and Im , and according to the Ohm law, the powder mass to be consolidated should
have an electrical resistance lower than RM = VM /Im . Thus, the particular values of V M and Im
depend on the considered technique and its technical limitations, mainly due to the control and/or
security electronics. For instance, in the case of the ERS technique, usually implemented through
resistance welding machines, the values V M ~10 V and Im ~100 A lead to a maximum resistance value
making possible the process of RM = 0.1 Ω. In the case of the EDC technique, usually carried out
with stud welding machines, the typical values are V M ~200 V and Im ~100 A, leading to a maximum
resistance value of RM = 2 Ω.
The electrical resistance of the powder mass logically depends on its porosity, and this decreases
with increasing pressure. Therefore, the higher the pressure, the lesser is the porosity and therefore the
lower is the electrical resistance. However, pressure not only helps to reduce the porosity [2,3]; also, due
to the friction between particles, pressure forces the descaling of the dielectric layers (mainly oxides,
but also hydrides and other chemical compounds) that normally cover the powder metallic particles [4].
Both phenomena lead to decreasing the effective resistivity of the powder mass. These oxides have
a high influence on the apparent value of the electrical resistance, to the point that may have more
influence than the own porosity. The problem has been widely studied [5–7]. The difficulty of
the problem does not only resides in the fact of experimentally determining the thickness and the
electrical resistivity of the oxide layers (generally dielectric) covering the micrometric powder particles
used in powder metallurgy. The exact chemical state of these oxides is generally difficult to know,
and hydroxides can appear together to the oxides. Even considering the only presence of oxides,
metal atoms can appear with different oxidation states, increasing the complexity of the problem.
This is not the case, for instance, for the presence of alumina (Al2 O3 ) in aluminum, but yes for iron,
with the possible presence of FeO, Fe3 O4 , Fe2 O3 and Fe1−x O (wüstite, a non-stoichiometric phase).
In this situation, the oxygen-richest phase will appear near the powder surface. Another sources of
uncertainty are the crystalline or amorphous nature of the oxide layers, the number of vacancies and
impurities in the oxide and any other factor altering the conductivity [8,9]. Thus, the nanometric
thickness of the oxides diminishes the resistivity according to the Fuchs-Sondheimer law [10,11].
Fortunately, despite the aforementioned effects, the conductivity of the oxide layer does not differ in
more than one order of magnitude with respect to the conductivity of the bulk oxide, which can be
found in the literature.
Therefore, because of the possible presence of multiple species of iron oxides, the one with the
higher resistivity, corresponding to Fe2 O3 , should be considered, with a value of 2.1 kΩ·m for a
layer of 4.5 nm thick [10]. However, even with resistivity and thickness values perfectly determined,
the problem would remain partially unsolved, because the oxide layers can be mechanically broken by
the applied pressure, or a dielectric breakdown produced by the current passing.
Thus, the effect of increasing the pressure is double: reducing the porosity of the powder mass,
and, on the other hand, helping to the descaling of the oxide layers, favoring metal-metal interparticle
contacts, which drastically reduced the value of the effective resistivity of the material.
In order to avoid the effect of these oxide layers, electrical consolidation processes working with
low voltage (~10 V), can start with a very short activation stage. This stage applies high or medium
voltage (>200 V) to force the dielectric breakdown of the dielectric layers. Thus, the powder mass
achieves a lower electrical resistance, allowing to deal with the electrical consolidation of higher
powder columns.
In this paper, we present a method to estimate the resistance value of a known powder mass
under compression, as well as the value of this resistance if the mass constituent particles were free of
oxides. This calculation method allows predicting whether a certain powder column, under a known
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For the compression test, an instrumented Universal Testing Machine (Instron 5505, Norwood,
For the compression test, an instrumented Universal Testing Machine (Instron 5505, Norwood,
MA, USA) can be used. The test begins placing together both electrodes without powder, to calibrate
MA, USA) can be used. The test begins placing together both electrodes without powder, to calibrate
the zero displacement of the upper plate of the machine, once in contact with the upper electrode.
the zero displacement of the upper plate of the machine, once in contact with the upper electrode.
Once registered, the die loaded with powder and closed by the upper and lower punches is placed
Once registered, the die loaded with powder and closed by the upper and lower punches is placed on
on position. The powder is not just poured into the die to reach the apparent density of the powder
position. The powder is not just poured into the die to reach the apparent density of the powder [13],
[13], but it is also vibrated until reaching its tap porosity [14], a reproducible situation for all the
but it is also vibrated until reaching its tap porosity [14], a reproducible situation for all the experiences.
experiences. Then, the upper plate is gently lowered until making contact with the upper punch,
Then, the upper plate is gently lowered until making contact with the upper punch, being registered
being registered the height of the powder column and measured the electrical resistance. The initially
the height of the powder column and measured the electrical resistance. The initially null applied
null applied force is then increased up to 20 N (although this value depends on the nature and
characteristics of the metallic powder), and the height of the column and resistance are again
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force is then increased up to 20 N (although this value depends on the nature and characteristics of the
metallic powder), and the height of the column and resistance are again registered, and so on. At the
beginning is enough with only 20 N increments because important variations take place, subsequently
these increments can be increased up to even 200 N. Ideally, the register of the powder column height
variations should be done with an extensometer, although the height of the powder column can also
be determined by the displacement of the machine bench, as was done in this work. In this latter case,
it must be considered that the machine frame is not ideally stiff, and its deformation must be taken
into account (this can be determined by registering the displacements produced in a compression
experience of electrode against electrode, without any powder).
From the actual powder column height, H, determined in each measure, the corresponding value
of the porosity of the powder mass, Θ, can be calculated using the expression:
Θ = 1−

M
γM · SN · H

(1)

where M is the powder mass, γM is the bulk material density and SN is the inner section of the die.
The value of H is computed as the difference between the registered position of the upper plate and
the initially measured position of electrode against electrode.
On the other hand, knowing the measured electrical resistance in the ohmmeter, R,
the corresponding electrical resistivity value can be determined by:
ρ = R·

SN
H

(2)

For each applied load, F, the nominal pressure, PN , is determined by:
PN = F/SN

(3)

Once obtained the corresponding compressibility curve (Θ vs. PN ) it can be fitted by the least
squares method to the analytical expression proposed by Secondi [3], which can be expressed in
porosity terms as:


Θ = Θ∞ + (ΘM − Θ∞ ) · exp −( PN /a)b

(4)

where Θ is the porosity of the powder mass under a compacting pressure PN . The parameter ΘM
is known as the tap porosity of the powder [14], being the porosity after a vibration process of the
powder inside the die, which will very much depend on morphometric characteristics of the powder
as particle shape, size and distribution. The other parameters (Θ∞ , a and b) are fitting parameters.
Similarly, the resistivity vs. porosity curve, in the usual situation of having oxide-covered particles,
can be fitted by an analytical function of the form [5]:
ρ = c + d(1 − Θ/ΘM )−e

(5)

where c, d and e are fitting parameters.
3. The Method
Although the curves given by Equations (4) and (5) are determined for a certain powder mass
and column section, it does not impede, since they are in analytical form, their use to interpolate any
other situation.
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3.1. Oxide-Covered Powder Particles
Let us suppose a determined powder mass (M), with bulk density γM , inside a die with section
SN , and an applied load F. Under these conditions, the powder mass will have a porosity Θ, which can
be calculated from Equation (4), and will reach a height, according to Equation (1), given by:
H=

M
SN · (1 − Θ) · γM

(6)

On the other hand, the effective electrical resistivity of the powder mass is given by Equation (5),
evaluated for the previously calculated porosity value. Then, from Equation (2), the electrical resistance
of the powder mass results:
H
R=ρ
(7)
SN
In case of this value being higher than the maximum allowed value (RM ), previously known
according to the process characteristics and material to be consolidated, the electrical consolidation
process will not be possible.
3.2. Oxide-Free Powder Particles
In case of having, whichever the process applied (for instance, an activation stage in the
electrical consolidation process), oxide-free particles, the metal-oxide-metal contacts will be replaced
by metal-metal contacts. Under these conditions, the resistivity of the powder mass will only depend
on the metal resistivity and the porosity level. The resistivity of a powder mass, calculated according
to Equation (2), with bulk resistivity ρM , and porosity Θ determined from Equation (4), can be now
fitted by [15]:
3

ρ = ρM (1 − Θ/ΘM )− 2

(8)

which will replace Equation (5) when computing the resistivity.
The resistance value that can now be calculated, in a similar way to the previously described
for oxidized particles, represents for the considered porosity the minimum resistance in the powder
column when an activation stage has been 100% effective, which should be lower than the value RM to
have an efficient process.
The intermediate situation, when the activation stage does not completely eliminate the oxide
layers, should not be studied with the models described in this paper, or in case of using the
models, the correlation coefficients between theoretical and experimental values will result not to be
sufficiently good.
4. Validation
Commercially pure iron powder (WPL200, from QMP) was used for the validation of the proposed
method. This irregular-shape powder (Figure 2) contains as major impurities 0.01 wt. % C, 0.2 Mn and
0.15 O. Its absolute density is 7.87 g/cm3 , its apparent density [13] is of 2.65 g/cm3 and the mean particle
size measured by laser diffraction is 78 µm (Malvern Mastersizer 2000, Malvern, Worcestershire, UK).
The tap porosity was determined to be 0.55, following the recommendations of the MPIF Standards [14].
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column subjected to compression was determined. The measured values and those predicted by using
the described process (using Equations (4) and (5) with the parameters shown in Table 1), as well as the
resulting relative error, are shown in Table 2. Values differed by less than a 2%, with a mean relative
error of 0.83%.
Table 2. Measured and modeled resistance values for experiments without activation stage.
Mass

Property

25 MPa

50 MPa

75 MPa

100 MPa

6g

R (measured) (Ω)
R (predicted) (Ω)
Relative Error (%)

1.5958
1.6090
0.83

0.3040
0.3007
1.07

0.1343
0.1328
1.13

0.0817
0.0820
0.46

8g

R (measured) (Ω)
R (predicted) (Ω)
Relative Error (%)

2.1667
2.1454
0.98

0.4018
0.4010
0.19

0.1784
0.1771
0.73

0.1089
0.1094
0.44

12 g

R (measured) (Ω)
R (predicted) (Ω)
Relative Error (%)

3.2825
3.2181
1.96

0.5950
0.6015
1.09

0.2655
0.2656
0.02

0.1624
0.1641
1.04

In order to validate the activation stage effect via the oxide-free particles model (Equation (8)),
an electrical discharged was applied to the powder column after reaching the desired porosity and
before each resistance measurement, under the same conditions aforementioned. The electrical
discharge came from an autotransformer capable of providing a voltage from 0 to 220 V and a
maximum intensity of 10 A, protected by a magnetothermic. The device slowly increased voltage until
the magnetothermic opened the circuit. Then the resistance of the powder column was measured,
and also calculated according to Equation (8) by considering the resistivity of the bulk material
ρM = 10.1 × 10−8 Ω·m [16] and the porosity calculated from Equation (4). Resulting measured and
predicted values are shown in Table 3. Now, the maximum relative error in the analyzed data is a 9.5%,
with seven of the experiences with an error higher than the 5%, and with a mean relative error of 4.9%.
Table 3. Measured and modeled resistance values for experiments with a previous activation stage.
Mass

Property

25 MPa

50 MPa

75 MPa

10−3

10−4

10−4

100 MPa

6g

R (measured) (Ω)
R (predicted) (Ω)
Relative Error (%)

1.7479 ×
1.8753 × 10−3
7.29

8.8793 ×
8.7124 × 10−4
1.88

5.4458 ×
5.9619 × 10−4
9.48

4.8906 × 10−4
4.7581 × 10−4
2.71

8g

R (measured) (Ω)
R (predicted) (Ω)
Relative Error (%)

2.3365 × 10−3
2.5005 × 10−3
7.02

1.0989 × 10−3
1.1617 × 10−3
5.71

7.3329 × 10−4
7.9492 × 10−4
8.40

6.2951 × 10−4
6.3442 × 10−4
0.78

12 g

R (measured) (Ω)
R (predicted) (Ω)
Relative Error (%)

3.8132 × 10−3
3.7507 × 10−3
1.64

1.6179 × 10−3
1.7425 × 10−3
7.70

1.2652 × 10−3
1.1924 × 10−3
5.75

9.5094 × 10−4
9.5163 × 10−4
0.07

It is worth noting that a quick analysis from the previous data, with the resistance values shown
in Table 2, without activation stage, is two or three orders of magnitude higher than those in Table 3.
The difference has to be attributed to the presence of oxide layer in the experiences without activation
stage, although partially descaled by the pressure effect, making the powders to partially decrease
their resistivity. On the other hand, as expected, the activation stage breaks the oxide layers decreasing
the resistivity, although the higher differences between the experimental and predicted values in the
case of activation stage can be indicative of a non-total oxide elimination. Certainly, the activation
process also has an erratic component because of the avalanche processes in electrically favorable paths,
making the process not to be uniform and deviating the process of the proposed model. Nevertheless,
the experiences show the efficiency of the activation stage in order to reduce the value of RM , which is
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translated in the practical possibility of undertaking the electrical consolidation of more resistive
powders or higher powder columns.
Despite the aforementioned relative errors, and according to the measured and predicted values
in Tables 2 and 3, it can be concluded that the model can be considered to be satisfactorily validated.
In this way, results show that it is possible to estimate the electrical resistance of a powder mass under
compression (with or without activation stage), and by comparing with the RM value, to determine
whether the planed consolidation experience will or not be feasible, with the consequent save in the
number of experiences.
5. Conclusions
A valid method to predict the electrical resistance of a powder mass under compression, before
and after being subjected to a process of electrical activation (which provokes the dielectric breakdown
of the oxide layers), has been proposed. The method requires the experimental determination of both
the compressibility and the electrical resistivity vs. porosity curves, and the fitting of the obtained data
to the analytical expressions here presented. The results obtained in the validation with simple and
direct experiences, confirm the goodness of the proposed method.
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